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Abstract. Elastic constants and homogenized properties of gypsum structure were investigated by
first-principles method. The gypsum (chemical formula of CaSO4¢2H>0) is an evaporite minera and
akind of hydration product of anhydrite (chemical formula: CaSOa). Elastic constants are cal cul ated
based on Density Functional Theory (DFT), which can also contribute to provide information for
investigate the anisotropy and mechanical properties of gypsum polycrystals. In addition, based on
elastic constants (13 independent constants) of the monoclinic crystal, elastic properties of gypsum
polycrystals are obtained. The Y oung’s modulus, shear modulus, bulk modulus and Poisson’s ration
arederived. Therefore, it isfairly meaningful to study the elastic constants to understand the physical,
chemical and mechanical properties of gypsum structure. Elastic constants can be used as the measure
criterion of the resistance of a crystal to an externally applied stress. The calculated parametersarein
excellent agreement with reference by Huang et al..

Introduction

As its appreciable advantages such as load-bearing capacity, durability, maneuverability,
flowability..., the building materials and their properties have been deeply investigated in the
dedicated scientific literatured 2 3. DFT as a first-principles theory and a solid band theory in
quantum mechanics has own a great success in linking physical properties and molecular structure,
the calculation with exact accuracy but for low computational efficiency for macromolecular
structure’l. Moreover, the cement-based materials were separately investigated and multi-body
(many-body calculation) structures were calculated on the basis of certain modelling and
simulationg>67 8,

Polycrystalline structure constituted by a single crystal structure contains a variety of
information (eg. orientation) and the properties of a single crystal, such as anisotropy. Molecular
pressure characteristics are critical to better understand the mechanical properties of the materials at
the atomic scal®. Within the mechanics of crystal structures, the homogenization and localization
can be estimated (9. The Reuss-Voigt-Hill estimation method is used to determine homogenized
moduli of the polycrystalline material composed of a single crystal, eg. the certain stress of Reuss
model ™Y the certain strain of Voigt model 4, X-Rays diffraction measurement 3, the
Y -parameter*4l and diffraction stress factort®.

The chemical formula of gypsum is CaSO42H20, which is an evaporite mineral and a kind of
hydration product of anhydrite (chemical formula: CaSO4). There is no scientific report about its
homogenized moduli. Since the Young’s modulus parameter of gypsum is important to the
multi-scale model [*°, elastic constants of the gypsum crystal are investigated. DFT method can be
used to calculate elastic constants of anisotropic gypsum crystals. The crystal is monoclinic, with 13
independent constants. For the homogenization of elastic deformation, especially for polycrystaline
structures, the traditional Reuss-Voigt-Hill method is used to calculate elastic moduli of gypsum
polycrystals structures. Based on the density functional theory, we focus on the monoclinic gypsum
crystal to estimate their homogenized elastic moduli.
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Homogenization of monoclinic polycrystalsby RVH estimation

For an orthotropic monaoclinic crystal, stress-strain relation can be defined by the independent
elastic stiffness parameters [91:
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Where, o represents the normal stress and shear stress in each direction (unit: nN/nm?); & and y
are the normal strain and shear strain in each direction.

According to the theory of elasticity, under the isothermal strain, the elastic modulus of
Helmholtz free energy can be described by the form of the Taylor expansion, of which the coefficients
of the polynomial isthe elastic coefficient:
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Where, h.
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first-order elastic coefficients, F (h. T) isthe Helmholtz free energy.

ij?

h, and h, arethe coefficients of Lagrange deformation tensor, ¢, isisothermal

6
The components of the stress tensor can be extracted by s, = é c,€; , after theapplied strain, the
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total energy variation of the system can be expressed as.
6 6
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As the independent elastic constants of different crystals are different from each other, through
the different matrix elements of the crystal elastic modulus, we can get different strain applied
methods. So, the second order elastic coefficients can be obtained by the coefficient of the
second-order Taylor expansion of Helmholtz free energy with the strain,

1F (h;.7)
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Here, strain and thermodynamics deformation is symmetric. There is only six independent
deformation tensor in the 9-dimensional deformation tensor. By DFT method, the electron density is
optimised and el astic constants are obtained.
For monoclinic crystal structure, elastic constants include: Ci1, C22, Czs, Ci2, C13, Co3, Cas, Css,
Css Cis, Cas, Cas and Cae. The criteriafor mechanical stability are given by Wu 26
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The homogenized elastic properties of polycrystals can be separately calculated, of which shear
modulus and bulk modulus are as follows [1€:
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In terms of the Voigt-Reuss-Hill approximations [*1, My = (1/2)(Mr+My), M refersto B or G.
Based on the Voigt-Reuss-Hill approximation, the shear modulus, bulk modulus as well as Y oung's
modulus E and Poisson's ratio u can be written as [*¢:

_ 9BG _ 9(B,/2+B,/2)(G,/2+G,/2) (19)
" 3B+G  3(B,/2+B,/2)+(G,/2+G,/2)
_ 3B-2G _3(B,/2+B./2)- 2(G,/2+G,/2) (20)

" 2(3B+G) 6(B,/2+B,/2)+2(G,/2+G,/2)

Then homogenized elastic properties of polycrystals can be cal culated, of which shear, bulk and
Possion's ratio can be obtained by calculating Voigt and Reuss bounds and averaging term 6. Then
the Voigt-Reuss-Hill average [*® will be determined and Y oung’s modulus can be cal cul ated from
shear/bulk modulus.

Modeling and homogenized elastic moduli of gypsum structure
Nanoscale modeling of monoclinic gypsum crystal

The gypsum morphology is monoclinic and the initial lattice is as: a=5.6774, b=15.2074,
c=6.5284, a=/4=90°, y=118.49°, its structure is monoclinic with space group | 2/a9,
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a) Gypsum structure 2 along [001] b) Thereal cell c)in x-direction d)In y-direction €)In z-direction
Fig. 1 Modeling of gypsum crystal.

In Fig.1, the gypsum crystal can be summarized as:

1). the two hydrogen atoms of water molecules formed weak hydrogen bonds with the O atoms
of Ca and Spolyhedra;

2). a stacking sequence of CaOg and SO4 chainsin the (010) plane aternate with water layers
along the b-axis;
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3). in (010) plane, the sulfate tetrahedra and CaOs polyhedra alternate to form edge sharing
chains along [100] and zigzag chains along [001] direction 2%,
Table 1 Atomic coordinates and displacement parameters of gypsum (2!

atom X y z occupancy rate Uiso or Ueq
Ca 0.5000 0.0786 0.2500 1.00 1.00
S 0.0000 0.0787 0.7500 1.00 1.00
o1 -0.0384 0.1326 0.5512 1.00 1.00
o2 0.2429 0.0215 0.8347 1.00 1.00
Oow 0.3784 0.1825 0.4554 1.00 1.00
H1 0.2504 0.1615 0.5009 1.00 1.00
H2 0.4022 0.2435 0.4900 1.00 1.00

In order to determine whether the elastic coefficients of gypsum crystal under various pressures
are stable, the pressure region of 0~1.0GPa using DFT methods is added.
Initial conditions and elastic constants of gypsum

Theinitial conditions are as: the pressure region of 0~1GPa is used. Besides, a plane-wave
basis set, ultrasoft pseudopotentials using GGA are used with a plane-wave cutoff energy of 400eV.
Brillouin zone is 6x6x4. Self-consistent convergence of the total energy per atom is chosen 10 eV.
Elastic constants of gypsum model based on DFT are calculated (Table 2), and then elastic modulus

can be obtained 6,
Table 2 Elagtic coefficient Cij (GPa)of gypsum by DFT.

P a b C V Cuiu Ci2 Ciz Cis5 Cx Cx3 Cxs Cs3 C3s Cau Cs Css Ces
10420 5.67415.194 6.280 494.29- - - - - - - - - - - -

0.0 5.72515.243 6.611 510.7482.46 34.75 33.64 -1.99 63.05 34.92 -8.07 57.55 -3.05 20.86 -4.69 28.06 28.56
0.1 5.72115.228 6.603 509.3479.82 32.64 29.2 18 71.04 29.61 -7.54 61.88 -3.22 20.13 -3.06 26.19 27.7
0.2 5.72 15.213 6.597 508.2182.93 37.75 34.59 1.09 63.62 32.42 -7.35 50.64 -4.37 21.32 -1.1 258 178
0.3 5.71715.199 6.591 507.0482.82 39.77 32.81 0.17 65.64 29.61 -7.23 57.31 -4.45 26.43 -557 23.17 23.39
0.4 5.71915.182 6.583 505.8584.47 38.6 32.25 1.27 69.03 32.31 -8.51 5341 -2.21 20.8 -2.03 28.41 22.34
0.5 5.71615.167 6.577 504.7675.84 43.68 29.39 0.57 68.7 33.18 -8.36 56.08 -2.52 29.7 -3.88 27.35 224
0.6 5.71215.16 6.57 503.6274.22 43.11 28.77 2.22 69.52 28.87 -7.81 53.19 -2.68 28.97 -1.49 23.24 15.53
0.7 5.71 15.146 6.563 502.5488.37 41.74 32.85 2.25 70.09 32.28 -9.14 5548 -4.28 24.66 -2.76 27.25 22.58
0.8 5.70915.135 6.557 501.5188.53 39.65 35.29 2.96 73.28 33.84 -8.02 62.22 -3.73 24.73 -3.44 26.37 24.39
0.9 5.70615.127 6.553 500.7988.7 45.09 37.97 454 66.78 36.02 -10.4 61.98 -1.2 25.15 -4.92 28.93 26.82
1.0 5.70315.118 6.543 499.3390.12 39.79 34.63 2.7 75.99 34.92 -8.74 68.31 -3.46 26.32 -5.83 28.15 30.19

Elastic constants of monoclinic gypsum crystal under 0~ 1.0GPa are shown in Fig.2.
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Fig.2 Gypsum monoclinic crystal under pressure O ~ 1.0GPa by DFT.

From Fig.2, elastic constants of gypsum crystal at OGPa are given as. €11=82.464GPa,
C12=34.751GPa, c13=33.643GPa, C15=-1.987GPa, c2>=63.046GPa, C»3=34.920GPa, c25=-8.071GPa,
C33=57.549GPa, c35=-3.054GPa, c44=20.863GPa, c46=-4.688GPa, cs5=28.062GPa, css=28.556GPa.
It isfound that the oxygen atom of the water molecule did not change its position or occupancy under
pressure conditions. It agrees with the conclusion that a simple pressure increase at ambient
temperature cannot induce dehydration because of the unchange of water molecular in the gypsum
structure within pressure range (2,

Elastic modulus of monaoclinic gypsum structure

Based on elastic constants of gypsum crystal calculated by DFT, elastic moduli of gypsum
structure at OGPa are verified and averaged. DFT calculation results arein Fig.3.
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The measurement of these constants using an acoustic method has been investigated 3. The
elastic constants of gypsum crystal is given by reference?3, thus el astic moduli by experiment are as:
Gv=26.533GPa; B\=39.256GPa; G=24.808GPa; B;=39.238GPa; E=63.227GPa; 1=0.2315, and the
corresponding values of moduli by reference [2%): B=44GPa, G=17GPa, E=45.7GPa, 11=0.33.
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Fig. 3 Elastic moduli of gypsum crystal under pressure 0 ~ 1.0GPa.

As gypsum shows anisotropic compressibility along three crystallographic axes with b>c>a
below 5GPa?¥, we take the pressure region of 0-1.0GPa to verify whether the performance of
gypsum model under low pressure is stable. Mechanical moduli of gypsum polycrystalline by
different methods arein Table 3.

Table 3 Mechanical moduli of gypsum polycrystalline by different methods

Pressure (GPa) Gv (GPa) Bv (GPa) Gr (GPa) Br (GPa) B (GPa) G (GPa) E (GPa) L
Reference 26.5333 39.2556 24.8077 39.2381 25.6705 39.2469 63.2265 0.2315
0.0 (GGA) 22.1459 455208 19.7054 43.8224 20.9257 446716  54.2985 0.2974
0.1 (GGA) 22.8396 43.9624 21.7569 42.9250 22.3233 434437  57.1766 0.2806
0.2 (GGA) 19.1472 45.1906 17.4395 41.9064 18.2934 435485  48.13%4 0.3158
0.3 (GGA) 21,5041 455718 19.3501 43.6675 20.4271 446197  53.1678 0.3014
0.4 (GGA) 21.2263 45.9146 19.5324 43.2463 20.3794 445805  53.0537 0.3017
0.5 (GGA) 22.1809 45.9026 19.4980 43.7566 20.8395 448296  54.1306 0.2988
0.6 (GGA) 19.9615 44.2709 17.7554 41,5818 18.8585 429264  49.3486 0.3084
0.7 (GGA) 22.0356 47.5189 20.1833 44.0623 21.1095 457906  54.8931 0.3002
0.8 (GGA) 22.7817 49.0659 21.3745 47.0681 22,0781 480670  57.4399 0.3008
0.9 (GGA) 22.7399 50.6242 19.4094 48.1542 21.0747 493892  55.3510 0.3132
1.0 (GGA) 25.2707 50.3430 23.4785 48.9327 24.3746 496379  62.8382 0.2890

An angular average, using equation (12) -(20) with the full elastic moduli tensor, leads to elastic
moduli as. G\=22.146GPa, G;=19.705GPa, B\=45.521GPa, B;=43.822GPa, B=44.672GPa,
G=20.926GPa, E=54.299GPa, 1=0.2974. These results are close to the plane-strain value of Young’s
modulus by reference (2 E=50GPa, 1=0.45.

As is known to us, if the moduli tensor is anisotropic, Young's modulus will scale with the
different directions. By comparison of gypsum crystal and CH crystal, axial moduli of gypsuminx, y,
z directions are 57.75GPa, 37.22GPa and 34.91GPa while axial moduli of Ca(OH)2 in x, y, z
directions are 93.75GPa, 93.75GPa and 42.39GPa, showing that gypsum crystal is much less
anisotropic than hydrogen-bonded layered Ca(OH). structure (231,

Conclusions

Elastic constants of gypsum crystal structures under a certain pressure region are calculated by
DFT method, which has a certain value for both application and reference. Results are as:

(1) For monoclinic gypsum single crystal, elastic coefficients are obtained in 0~1 GPa pressure
range to verify the reliability of the model by comparing other literatures.

(2) Elastic constants of gypsum single crystal at 0GPa are given as follows. ¢11=82.464GPa,
€12=34.751GPa, €13=33.643GPa, C15=-1.987GPa, C22=63.046GPa, c23=34.920GPa, c2s=-8.071GPa,
C33=57.549GPa, c35=-3.054GPa, c44=20.863GPa, C46=-4.688GPa, c55=28.062GPa, css=28.556GPa.

(3) Young’s modulus of gypsum is about 54.299GPa . Elastic moduli of gypsum at O0GPa are
homogenized as: G\=22.146GPa, G;=19.705GPa, B\=45.521GPa, B;=43.822GPa, B=44.672GPa,
G=20.926GPa, E=54.299GPa, 1=0.297.
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Structural, elastic properties of typical crystals are investigated and Cij determination is given by
DFT method. Reuss-Voigt-Hill estimation has been used for gypsum crystal structures and can be
seen as an intermediate step in the homogenization of elastic properties.
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